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1) Sample not drawn by Ecological Laboratories. 

2) The results shown in this report refer only to the sample tested. 

3) This test report shall not be reproduced except in full, without written approval of this laboratory. 

 

Test Report 

SADDLERY HOUSE 

84/133, Plot NO 14, Near Keshav Bhavan, Afim  

Kothi,,Kanpur-208 003 

Sample submitted and identified by supplier as : 

(Leather) 

The following sample were submitted and identified on behalf of buyer as : 

Belt Leather : Sample Description 

1 Leather : Sample Qty. 

Good : Condition of sample by  

delivery 

24/04/2021 : 

Test Completion Date  : 27/04/2021 
Sample Receiving Date  
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Test Performed       :  Please refer to next page. 

  

Signed for and on behalf of 

ECOLOGICAL LABORATORIES PVT. LTD. 

 
__________________ 

Jyotsna Bhojane (Eco) 

Authorized Signatory 
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Free and hydrolysed formaldehyde in Leather 

EN ISO 17226-1:2009, analysis by HPLC-DAD 

 
Result 

Brown Leather 

 ND 

Minimum Detection Limit: 10 mg/kg 

ND: Not Detected. 

 

 

 

 

End of Report 
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